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Abstract

The operating frequency range of passive topological phononic crystals is generally
fixed and narrow, limiting their practical applications. To overcome this difficulty, here
we design and investigate a one-dimensional soft dielectric phononic crystal (PC) plate
system with actively tunable topological interface states via the mechanical and electric
loads. We use nonlinear electroelasticity theory and linearized incremental theory to
derive the governing equations. First we determine the nonlinear static response of the
soft dielectric PC plate subjected to a combination of axial force and electric voltage.
Then we study the motion of superimposed incremental bending waves. By adopting
the Spectral Element Method, we obtain the dispersion relation for the infinite PC
plate and the transmission coefficient for the finite PC plate waveguide. Numerical
results show that the low-frequency topological interface state exists at the interface
of the finite phononic plate waveguide with two topologically different elements. By
simply adjusting the axial force or the electric voltage, an increase or decrease in the
frequency of the topological interface state can be realized. Furthermore, applying the
electric voltage separately on different elements of the PC plate waveguide is a flexible

and smart method to tune the topological interface state in a wide range. These

*Corresponding author at: School of Mathematical and Statistical Sciences, NUI Galway, Univer-
sity Road, Galway, Ireland.
Email address: bin.wu@nuigalway.ie (Bin Wu)

Preprint submitted to xx



results provide guidance for designing soft smart wave devices with low-frequency

tunable topological interface states.

Keywords: Topological phononic crystal, active tunability, low-frequency interface

state, dielectric elastomer, material nonlinearity

1. Introduction

Dielectric elastomers (DEs) are a type of smart materials that respond to rapidly
to electric stimulus and develop large deformations. DEs have attracted enormous
attention from academia and industry alike, due to excellent characteristics such as
high energy density, high fracture toughness and light weight, and promising potential
in artificial muscles, soft robotics, actuators, and energy harvesters (Carpi et al.| [2011;
Anderson et al., 2012} Zhao and Wang, |2014).

Recently, it has also been shown that applying an electric field offers an effec-
tive approach to manipulating acoustic/elastic waves in DEs via the induced finite
deformations. Based on nonlinear electroelasticity theory and associated incremental
theory (Dorfmann and Ogden, 2006], 2010), many investigations have been conducted
to study superimposed infinitesimal waves in DEs subjected to the external mechanical
and electric loads. For an infinite soft electroactive hollow tube with axial pre-stretch
and axial electric field, [Su et al.| (2016) analyzed the non-axisymmetric wave propaga-
tion characteristics. |Shmuel and Pernas-Salomon| (2016) employed the stable Hybrid
Matrix Method to investigate the manipulation of flexural waves in DE films controlled
by an axial force and voltage. (Galich and Rudykh| (2016]) studied both the propaga-
tion of pressure and shear waves in DEs under the action of electric stimuli. Based on
the State Space Method, Wu et al. (2017)) presented a theoretical analysis of guided
circumferential wave propagation in soft electroactive tubes under inhomogeneous elec-
tromechanical biasing fields, and found it could be used for ultrasonic non-destructive
testing. [Wu et al.| (2020) studied nonlinear finite deformations and superimposed ax-

isymmetric wave in a functionally graded soft electroactive tube, when it is subjected



to mechanical and electric biasing fields. Ziser and Shmuel| (2017 showed experimen-
tally that the flexural wave mode in a DE film can be tuned by voltage, and that
the wave velocity can be slowed down. This setup was also modelled theoretically by
Broderick et al.| (2020). |Jandron and Henann| (2018) demonstrated the tunable effect
of electric load on the linearized wave propagation in infinite periodic composite DEs,
based on Finite Element Method simulations.

Phononic crystals (PCs), which are essentially artificial periodic composites, have
attracted intensive interests because of their outstanding characteristics in steering
acoustic/elastic waves. Ascribed to the Bragg scattering (Kushwaha et al.;|1993), local
resonance (Liu et al.; 2000) or inertial amplification (Yilmaz et al., 2007) mechanisms,
the existence of a band gap (BG) is the most important feature possessed by PCs,
wherein the propagation of acoustic/elastic wave is forbidden. Due to the exotic BG
and the dispersive pass band properties, PCs can be applied to realize peculiar wave
behaviors, such as negative refraction (Feng et al., 2006; Zhang and Liu, [2004), cloaking
(Zhang et al. 2011; |Chen et all 2017) and one-way propagation (Fleury et al., 2014
Chen et al., 2019b)).

To achieve active control of wave propagation, many studies have been carried
out to design PCs with wide tunable BGs, especially by using electric stimuli to tune
the BGs in soft DE PCs. For example, (Getz and Shmuel (2017)) designed PC plates
composed of two DE phases, and achieved voltage-controlled BGs, which can be used
for active waveguides and isolators. Galich and Rudykh| (2017)) considered incremental
shear wave propagation in periodic DE laminates and investigated the influence of an
electric field on the shear wave BGs. Getz et al.| (2017)) showed that the complete BGs
of a soft dielectric fiber composite can be tuned by electric voltage, due to the resulting
changes in geometry and physical properties of the structure. By adjusting the axial
force and electric voltage applied to one-dimensional (1D) PC cylinders made of DE
materials, Wu et al.| (2018)) studied active tunability of superimposed longitudinal wave
propagation. For a periodic compressible DE laminate, Chen et al. (2020) shed light

on the influence of pre-stress and electric stimuli on the nonlinear response and small-



amplitude longitudinal and shear wave propagation behaviors. For more details on
tunable and active PCs, the interested readers are referred to a recent review paper
by Wang et al.| (2020b).

Inspired by the concept of topological interface state in electronic systems, at-
tention has been devoted in recent years to topological PC systems with particular
topologically protected interface or edge states, which are unidirectional and immune
to backscattering (Xiao et all [2015; Ma et al., [2019)). The topological invariants,
named Berry phase (Zak, 1989) for two-dimensional (2D) systems and Zak phase
(Atala et al.| 2013) for 1D systems, play an important role in characterizing the topo-
logical properties of band structures for PCs. Mimicking the quantum Hall effect, a
first type of 2D topological PCs breaks the time-reversal symmetry with gyroscopes
(Nash et al., [2015)), time-modulated materials (Chen et al., 2019al), or external flow
fields (Khanikaev et al. 2015). The unidirectional topologically protected interface
state in this type of topological PCs was observed experimentally by Fleury et al.
(2014). A second type of 2D topological PCs breaks the spatial-inversion symmetry
while conserving time-reversal symmetry, which support the pseudospin-dependent
edge states and are named as quantum spin Hall topological insulators (Brendel et al.,
2018; Zhang et al., 2017). Because of the spin-orbit mechanism, quantum spin Hall
topological PCs may feature forward and backward edge states by relying on appropri-
ate polarization excitation (Yu et al.,2018). A third avenue is to break the inversion or
mirror symmetry of 2D topological PCs, where the quantum valley Hall effect provides
topologically protected interface states between two parts with opposite valley vortex
states (Pal and Ruzzene, 2017; [Wang et al., 2020a)). For 1D topological systems, the
topological transition process can be achieved by breaking spatial symmetry. Hence,
topological interface states were observed in waveguides composed of base elements
with different topological properties (Xiao et al) 2015; Yin et al., 2018).

However, for topological PCs made of passive materials, the working frequency
range of topological interface/edge modes is narrow and fixed. In particular, the

topological interface state in 1D systems usually emerges at a single frequency trans-



mission peak in the overlapped BG. Therefore, actively tunable topological PCs are
designed to possess a wider operating frequency range in practical applications. [Zhou
et al.| (2020b)) realized tunable topological interface states in a piezoelectric rod sys-
tem with periodic electric boundary conditions. By adjusting the strain field, |Liu and
Semperlotti (2018)) actively tuned the topological edge states in a 2D topological PC
waveguides based on the quantum valley Hall effect. [Feng et al.| (2019) designed 1D
magnetoelastic topological PC slabs and used a magnetic field to tune the topological
interface states for Lamb waves contactlessly and nondestructively.

Among the many studies on tunable topological PCs, soft topological PCs are
receiving some attention because of their low operating frequency and the possibility
of tunability by external loads. |Li et al. (2018) presented topological interface states
in a designed soft circular-hole PC plate that were dynamically tuned by altering the
filling ratio and adjusting the external mechanical strain. Huang et al. (2020]) showed
that mechanical deformations can be used to actively tune the topological interface
states in a 1D soft PC plate consisting of base elements with different topological
properties. Nguyen et al| (2019) presented a 2D quantum valley Hall topological
insulator, composed of soft cylinder inclusions and an elastic matrix. They found that
the mechanical deformations can be exploited to modulate the topological properties of
the structure and tune the topologically protected states. |(Chen et al. (2021]) proposed
a 1D soft waveguide composed of two topologically different PC elements, in which
the low-frequency topological interface states for longitudinal waves were tuned by
the axial force in a wide frequency range. Based on the quantum valley Hall effect,
Zhou et al.| (2020a)) designed a soft membrane-type PC consisting of a DE membrane
and metallic particles, and broadened the frequency range of the topological interface
mode in this voltage-controlled system.

However, a high density of metallic particles can result in excessive deformations of
the DE membrane, whose planar configuration may collapse. Motivated by the excel-
lent electromechanical behaviors of DEs, here we design a 1D soft dielectric topological

PC plate with step-wise cross-sections for the incremental bending waves, where the



Bragg BGs are generated due to the geometric periodicity and the topological transi-
tion process can be realized by changing the geometric parameter. The low-frequency
topological interface states in the soft dielectric PC plate can be actively tuned by
applying electromechanical loads, which is a smarter and more convenient method to
adjust the topological properties of PC waveguides compared with only applying a
mechanical stimulus.

This paper is organized as follows. The basic formulations of nonlinear electroe-
lasticity theory and its linearized incremental theory are summarized in Section [2] In
Section [3| we analyze the nonlinear deformations of the designed soft dielectric PC
plate with periodically varying cross-sections. By employing the Spectral Element
Method, in Section |4 we derive the dispersion relation and transmission coefficient for
the incremental bending waves in the soft dielectric PC plate. The numerical results
in Section [5| show how the applied electric voltage and axial force affect the frequency
of topological interface states in the soft dielectric plate waveguide. Some conclusions

are made in Section [6l

2. Preliminary Formulations

This section briefly reviews the theoretical background of nonlinear electroelas-
ticity and the related linearized incremental theory. For more detailed descriptions,
interested readers are referred to the papers and textbook by Dorfmann and Ogden

(2006, 2010}, 2014).

2.1. Theory of nonlinear electroelasticity

Consider an incompressible, soft deformable electroelastic continuum. The unde-
formed reference configuration is denoted by B, with boundary 0B, and outward unit
normal N. A material particle in this configuration is labelled by its position vector
X. When subjected to an external load, the body deforms and occupies the deformed
current configuration B; at time t with boundary dB; and outward unit normal n.
The material point which was at X is now at x = x/(X,t), where x is an invertible

vector function defined for all points in B,. The deformation gradient tensor is defined



as F = 0x/0X = Gradyx with its Cartesian components F;, = 0z;/0X,, where ‘Grad’
is the gradient operator in B,.

In the absence of free charges and currents, and under the assumption of quasi-
electrostatic approximation, the electric displacement vector D and electric field vector

E in B, satisfy Gauss’s law and Faraday’s law, respectively, as

divD = 0, curlE = 0, (1)

where ‘curl’ and ‘div’ are the curl and divergence operators defined in B;. In Eulerian

form, the equation of motion without body force is given by

divr = px 4, (2)

where 7 is the ‘total Cauchy stress tensor’ accounting for the contribution of elec-
tric body forces, p is the material mass density, which remains constant due to the
material incompressibility constraint J = det F = 1, and the subscript t following a
comma signifies the material time derivative. The symmetry of 7 is ensured by the
conservation of angular momentum.

For an incompressible electroelastic material, the nonlinear constitutive relation
can be derived from the total energy density function Q(F,D) per unit undeformed

reference volume as (Dorfmann and Ogden, 2006)

0 00
T___pOF ) g_a_,l)7 (3)

where T = F~!7, D = F'D and £ = F'E are the ‘total’ nominal stress tensor,
Lagrangian electric displacement, and electric field vectors, respectively, and py is a
Lagrange multiplier accounting for the material incompressibility. Here, the super-
script T signifies the transpose operation.

For an incompressible isotropic electroelastic material, the energy density function



can be written as Q = Q(Iy, Is, Iy, I5, Is), where

I, =trC, I =[{trC)*~tr(C?)]/2, I, =D-D, I;=D-(CD), Is=D - (C*D),
(4)
and C = F'F is the right Cauchy-Green deformation tensor. Substitution of Eq.

into Eq. leads to

E = 2(Q,b™'D + QD + QsbD),

where b = FFT is the left Cauchy-Green deformation tensor, I is the identity tensor,
and Q,, = 0Q/01,,(m =1,2,4,5,6).

In this paper, we consider a dielectric elastomer plate coated by compliant elec-
trodes on its surfaces, so that there is no electric field outside the material according

to Gauss’s theorem. As a result, the electric boundary conditions on 9B, are

E xn;, =0, D -n, = —o0oy, (6)

where o¢ is the free charge density on dB;. In addition, the mechanical boundary

condition on 0B; can be written in Eulerian form as

™Thn; = ta, (7)

where t? is the applied mechanical traction vector per unit area of 9B;.

2.2. Linearized theory for incremental motions

Following |[Dorfmann and Ogden| (2010), a time-dependent infinitesimal incremental
motion x (X, ?), together with an incremental change D in the electric displacement
vector is superimposed on an underlying static, finitely deformed configuration B with
boundary 0B and outward unit normal n. Here and thereafter, a superposed dot is

used to denote incremental quantities.



The incremental governing equations can be written in the updated Lagrangian

form as

diVbO = 0, CU.I'ISO = 0, diVTO = PU ¢, (8)

where Ty = FT, Dy = FD and £ = FTE€ are the ‘push-forward’ versions of
the Lagrangian increments T, D and &, respectively; u(x,t) = x(X,t) is the in-
cremental mechanical displacement vector and the subscript 0 identifies the resulting
‘push-forward’ quantities.

For an incompressible soft electroelastic material, the linearized incremental con-

stitutive laws are
TO = AOH + M()Do + poH — poI, SQ = MOTH —+ Robo, (9)

where H = gradu denotes the incremental displacement gradient tensor, ‘grad’ is the
gradient operator in B, and pg is an incremental change in the Lagrange multiplier py.
In component form, the instantaneous electroelastic moduli tensors Ay, My and R,

are

Aopigj = FpaFypAnips = Aogipis  Mopiq = FpaFgy Maip = Moipg, — (10)

Roij = Foi' F3' Rap = Roji, (11)

where the components of referential electroelastic moduli tensors A, M and R are
defined as

0*Q Q) Q)

wifi = Ao ao i = =o——7  Rop = .
Acisy OF,0F ;5 Mois OF;,0D; ’ = 0D,0D;

(12)

Note that Greek and Roman indices are related to B, and B, respectively, and the sum-
mation convention for repeated indices is adopted. The incremental incompressibility

condition requires

divu = trH = 0. (13)



The incremental electric and mechanical boundary conditions, which are written

in the updated Lagrangian form and are satisfied on 0B, are
(é() xn=0, 1.)0 ‘n = —O.'F(), Tgl’l = 1.3‘3, (14)

in which gy and 1':{)‘ indicate the incremental surface charge density and applied in-
cremental mechanical traction per unit area of 0B, respectively, and the incremental

electrical variables outside the electroelastic material are discarded.

3. Nonlinear response of a homogeneous DE plate with step-wise cross-

sections

A single-phase thin soft dielectric PC plate with periodically varying, step-wise
square cross-sections is shown in Fig. [I] In the undeformed configuration (Fig. [[|(a)),
the unit cell composed of a homogeneous incompressible DE has two thinner sub-plates
A and C with equal length LY /2 and height H*), sandwiching a thicker sub-plate
B of length L® and height H® (we assume H®) > H) The physical quantities
of the sub-plate p (p = A, B, C) are denoted by the superscript (-)(p) throughout this
paper. Geometrically, the total length of undeformed unit cell is L = LY 4+ L(5) along
the z; direction, and different sub-plates have an equal width w = w® = wB) = (),
In addition, the unit cell of the PC plate is designed to be symmetric with respect to
the neutral z;-z3 plane in order to decouple the longitudinal and bending (transverse)
waves (Yin et al) 2018)). The difference in cross-sectional areas helps construct the
geometric periodicity and results in the Bragg BGs for this periodic soft dielectric PC
plate.

When subjected to electric voltages applied between the compliant electrodes on
its top and bottom surfaces, combined with an axial force Fy, the soft dielectric PC
plate is activated to the deformed configuration, as shown in Fig. (b) The appli-
cation of electric voltage across the thickness of the sub-plates generates electrostatic
forces, which decrease the thickness and increase the in-plane (z1-z3 plane) size. The

tensile axial force has a similar influence on the geometry of the soft dielectric PC
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Figure 1: Sketch of an infinite soft dielectric PC plate with step-wise cross-sections: (a) undeformed
configuration and its unit cell along with the geometric size; (b) deformed configuration and its unit
cell along with the geometric size when subjected to an axial force Fiy, electric voltages V(4) and
V(B) in the thickness direction; (¢c) incremental bending waves superimposed on the static finite
deformations shown in (b).

plate. Here, the following assumptions are introduced: (1) For the external loads
keeping unchanged in the width direction, we assume the plane-strain state for the
thin dielectric plate with a large width (compared with the height); (2) The nonlinear
deformations are approximately assumed uniform in each sub-plate of the unit cell,
because inhomogeneous local deformations are confined to small regions near the in-
terfaces between different sub-plates and hardly affect the response of low-frequency

topological interface states. The latter assumption has been validated by the finite

element simulations for longitudinal waves in soft PC cylinders (Chen et al., 2021]).

In the Cartesian coordinate system with coordinates x1, x5 and x3 along the length,
thickness, and width directions of the plate, respectively, the plane-strain nonlinear
deformation of each sub-plate can be described by the uniform deformation gradient

tensor as

F® = diag\P), 1/\P 1], (15)

where A\ is the principal stretch of sub-plate p in the z; direction. Accordingly, the

11



geometric sizes of each sub-plate in the deformed unit cell are

[P = \P) () L) — H(p)/)\(p)7 (16)

where AP, [(4) /2 = 1(©) /2 and [®) are the thickness of sub-plate p and the lengths of
the thinner and thicker sub-plates in the deformed state, respectively. Note that we
have assumed that sub-plates A and C' are subjected to the same voltage, leading to
1A /2 = 1(©) /2. Consequently, the length of the deformed unit cell is [ = [(4) + [(B),
Because the electric voltage V() is applied along the z, direction, the Eulerian electric
displacement vector D has only one nonzero component, Dép ),

To investigate bending wave propagation, we consider that the soft dielectric PC

plate is modelled by the incompressible Gent ideal dielectric model (Gent, |1996; Wu
et al., 2018)),

Jm ](p) -3 I(p)
Q(p):—’u—n<1— ! )+5— (17)

where p and € = gpe, are the shear modulus and material permittivity in the un-
deformed state, respectively, with the vacuum permittivity ¢ = 8.85 pF/m and &,
being the relative permittivity, and J,, is a dimensionless constant characterizing the
strain-stiffening effect of the DE plate. The neo-Hookean ideal dielectric model can
be recovered from Eq. in the limit of .J,, — co. Here, I\P) = (/\(p))2 + ()\(p))_2+1
and [, 5(p ) = <D§p )>2 are the relevant invariants. For the single phase soft dielectric PC
plate, the electromechanical material parameters u, J,, and € are the same for three
sub-plates, but the stretch A® could be different due to the non-uniform cross-section.

By substituting Eq. into Eq. , the expressions for Cauchy stress components

7®) and 7! as well as for the Eulerian electric field component in the x5 direction are

12



obtained as

W _ M N2 _ ()
T A — Py,
1 Ln—ﬁ”+3( )" — 1o
NG
et -2 18
= e () . (18)
(p)
B _ Dy
19

To balance the axial force Fiy and fulfil the traction-free conditions on the top and
bottom surfaces (at x5 = £h®) /2 with origin located at the centroid of the plate), the

stress components 7? and 7.2 must satisfy

Fn
) 19

where a®) = wh®) is the cross-sectional area of sub-plate p in the deformed configura-
tion. Furthermore, because the voltage V® is applied across the thickness, the only

nonzero component of the Eulerian electric field vector is
EY = — (20)
S =

showing that Eép ) is linearly related to the voltage V®).

Inserting Eqs. 2 and into Eq. 2’3 yields the Lagrange multiplier p(()p ) of

each sub-plate as

®)\ 2
W _ _ HIm ()} 2 (V )
pP = — 0 () tel—) . (21)
0 T — ]{P) +3< ) h(®)

Substituting Eqgs. 1 and into Eq. 1, we then obtain the nonlinear relation

between AP, V() and Fy for sub-plate p as

2
I Toen? _ en-?] (Y L v
Jm—1£p>+3[(”) 0] =<5 ) = aner (22)

According to Eq. , the principal stretch ratio A®) of each sub-plate can be found

once the external loads V® and Fy are prescribed. Usually, the resulting stretch

13



ratios for different sub-plates A and B are not the same.

4. Incremental bending waves in a soft dielectric PC plate

Based on the nonlinear deformations obtained in Sec. [3] we now study the super-
imposed incremental bending wave (see Fig. [I|(c)), propagating in the dielectric PC
plate subjected to the voltage and axial force. We derive the incremental equation
of motion and its solutions in Sec. 4.1} In Sec. and Sec. [£.3] we use the Spectral
Element Method (Lee, [2009; [Han et al., | 2012)) to derive in turn the dispersion relation
of an infinite soft PC plate and the transmission coefficient of a finite soft PC plate

waveguide.

4.1. Incremental motion equation and its solutions

P) of each sub-plate tem-

In this subsection, we drop the superscript notation ()(
porarily for compactness. Following |Gei et al.| (2010) and Shmuel and Pernas-Salomoén
(2016), we assume that the perturbations in the electric quantities generated by the
incremental wave motions are negligible. We assume that the plane-strain state holds
(all physical quantities are independent of coordinate x3) and that the deflection ugy
depends on coordinate x; only. Then the equation of motion for bending waves in
the soft dielectric PC plate under the axial force is analogous to that found for a
pre-stressed Euler-Bernoulli beam.

Neglecting the incremental electric quantities, the components T011 and T(m can

be obtained by the incremental constitutive relation @1 as

T = (Aor111+po) Hix + Aoi122Hzo — po, Toss = Aoriz2Hi1 + (Aozaza+p0) Haz — po,
(23)
where we used Hsz = 0 (plane-strain assumption), and the components of Ay for the

Gent ideal dielectric model characterized by Eq. can be derived from Eq. 1 as

A = PRE >\2, A = ,
01111 o — T+ 3)2 T —1,+3 01122 o — T, + 3)2 o
Q,MJm _ /LJm — 1 2
Agomy = A —— A2 4 —(Dy)".
02222 o — I+ 3)2 I —1,13 €< 2)
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Making use of the incremental incompressibility constraint Hy;+Hs = 0 from Eq. ,
Eq. is expressed in terms of Hy; and pg as

To11 = (Aonir + po — Aotiz2) Hiz — po, Tozz = (Aonizz — Aozzze — po) Hi1 — po.
(25)
For bending waves propagating in the Euler-Bernoulli beam or plate along the x;

direction, the total bending moment m; is

A\ T AT
mt:/ X X <T+T> NdA:/ xx<T+T) Fnda
0B, oB

N (26)
:/ Toly X <T+T> F'nda,
oB

in which iy, i; and i3 are the unit vectors along the z1, x5 and x3 directions, respectively,
0B is the cross-section of the deformed plate with its normal being n = iy, and we used
Nanson’s formula nda = JF~TNdA = F-TNdA, where da and dA are infinitesimal
surface elements in B and B,, respectively. Because the nominal stress component 77,

(or Cauchy stress o77) is a constant, the initial bending moment m; satisfies

h/2
m; = / Toip x TT"FTnda = —w/ T11Axadaais = 0. (27)
B —h/2

Inserting Eq. into Eq. yields the incremental bending moment m = m; — m;

as

. h/2
Ili'gig X TOTnda = —U}/ TOH.’L'Qd.ﬁL'Qig. (28)

m = Tolg X TTFTnda = /
—h/2

oB oB

It is well-accepted that the shear deformation can be ignored in the Euler-Bernoulli

beam theory, which gives
Hyy+ Hyy = ui9+ug; =0. (29)

Considering that the plate is very thin, we can assume that the deflection us keeps

15



unchanged along the thickness direction (independent of x5). The differentiation of
Eq. with respect to x; along with a further integration with respect to xy leads
to

Hyy = w1 = —wous 11 + Co, (30)

where 1917 is assumed to be uniform along x, and Cj is an undetermined constant.
Substituting Eqgs. 1 and into Eq. , we obtain the expression of the incre-

mental bending moment as

h/2

m = us 11 (Ao1111 + po — Aor122) Iis + w/ Porodwais, (31)
—h/2

where I = w f_h}/iQ r3dzy = wh3/12 is the second moment of area. The second term in
Eq. depends on pg, which is determined by the incremental boundary condition,
as follows. The soft PC plate is free of mechanical traction at the top and bottom

surfaces, and ngg = 0 there. Therefore, pq is derived from Eq. 2 as

Po = (Aor122 — Aozzo2 — po) Hii- (32)

By inserting Eq. into Eq. , we obtain the relation between the incremental

bending moment m and the deflection uy as
m = u2,11A8]i3, (33)

where Af = Ap1111+Ao2222+2p0—2Ap1122, and the Lagrange multiplier py is determined
by Eq. .

Similarly to the derivations of governing equations for transverse waves in a pre-
stressed Euler-Bernoulli beam (Graff, |1975]), the balance of linear momentum along
with Eq. is applied to a differential element of the soft dielectric plate. As a result,

the incremental bending wave equation of the soft dielectric plate takes the form

— AfTug 1111 + Fnug 11 = paug , (34)
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where a is the cross-sectional area of the deformed plate. For the superimposed bending

wave motions, the deflection us is only dependent on x; and ¢, and the general solution

to Eq. is
Uy = (VVleio"’““1 + Woe 9%t 4 Wyelfor 4 W4e_iﬁ“) e Wt (35)

where i is the imaginary unit, w is the angular frequency, Wy, Wy, W3 and W, are the

arbitrary amplitude constants, and

—F Frn? + 4A¢1 paw? F Fn? + 4481 paw?
a:\/ N+\/N+A0paw’ B:i\/ N+\/N+A0paw. (36)

2A51 2A51
In general, Aj, I, a, @ and ( are step-wise constants for the soft dielectric PC plate
which depend on the external electromechanical loads V' and Fly, and they are usually

not the same for different sub-plates.

4.2. Dispersion relation of an infinite soft PC plate

Now we shed light on the derivation of the dispersion relation for an infinite soft PC
plate with step-wise cross-sections. To describe the mechanical state at each section
of the PC plate, the deflection, rotation angle, bending moment and shear force at
that section are introduced and expressed in the following forms (the harmonic time-
i

dependency e is assumed for all fields and is omitted for simplicity):

(p)
1

— Wl(p)eia(p):vip) + W2(p)e—ia<p)a:<1p) + Wg(p)eiﬁ(p)xﬁp) + Wip)e—iﬁ(p)ﬁ

(=)

o) (xﬁp)> = uff), 37
(=) )
(=)

respectively, where () = Ag(p 1®) | and xﬁp ) is the local coordinate of each sub-plate.
To avoid the severe numerical instabilities of the traditional Transfer-Matrix Method

(refer to |[Rokhlin and Wang] (2002)) and [Pao et al.| (2007)) for more details on the rig-
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orous analysis of numerical instabilities) when studying the bending/transverse wave
propagation characteristics (especially the transmission spectrum) of soft PC plates,
we employ the stable Spectral Element Method (Lee, 2009; [Han et al., [2012) to derive
the bending wave propagation behaviors of soft PC plates. It is worth noting that
the Spectral Element Method adopted in this paper differs from that used by [Wang
et al| (2021alb), where they developed the so-called Spectral Element Method with
exponential convergence, by adopting interpolation nodes within the Finite Element
Method framework. Our method is also different from the stable Hybrid Compliance-
Stiffness Matrix Method used by [Shmuel and Pernas-Salomoén (2016) for flexural waves
in two-component soft dielectric films.

We first introduce the nodal displacement vector q® = [q(Lp)T qg)T}T of sub-
plate p with g = [u? (0)  ¢® (0)]T and 1) = [u? ([@)) 2 <l~(p)>]T, where the
subscript L and R stand for the physical quantities at the left and right ends of each
sub-plate, and (") = [(4) /2 (or I(P)) is associated with sub-plates A and C (or sub-plate

B). According to Eq. 1,2, the nodal displacement vector g can be written as
q® = UPc®), (38)

where the 4 x 4 matrix U® and the coefficient vector ¢ are

1 1 1 1
io® —ia® i3P) —_iBw@)
U — i i is is |
eia(P)l(P) e_ia(p)l(p) eiﬁ(rﬂ)l(?) e_ig(p)l(p) (39)
ia(p)eia(z?)[(p) _ia(p)efia(za)[(ﬁ) iﬁ(p)eig(:v)[(:v) _iﬁ(p)e,irg(p)[(p)
r T
cP) — Wl(p) WQ(p) Wg(p) W4(p) ’

[fép)T fép)T]T

respectively. Similarly, the nodal force vector f?) = can be expressed

as

£ = v ) (40)
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where fép) _ [_m(p) 0) —QW (0)]7, fl(%p) = [m® ([(p)> Q) ([(p))]T7 and

v(P)
[ (D (a®)? ¢ (a®)? ¢ (5®)? ¢ (5®)?
—i¢®) (a(p))3 ic) (a(z?))3 —i¢®) (5(}7))3 ic®) (5(1)))3
—¢®) (a(p))Qeia(p)f(p) —¢@) (Oé(p))ZE,—ioz(mi(”> —¢@) (5(1;))2615(17)[@) ¢ (g )26—16 P)tp
i iC(p) (a(p))3eia(p)[(p) —iC(p) (a(p))fie,ia(p)f(p) C(p (6 ) i@ (ﬁ(p )3 ,1,3<p>l<p>
(41)
Combining Eq. with Eq. , we obtain the following relation:
G(P) G(p)
£ = g gk = e LR q®, (42)

al a

where G®) = V®) (U(ID))f1 is the 4 x 4 dynamic stiffness matrix for sub-plate p (p =

A, B,0).

For each deformed unit cell, the incremental continuity conditions at the interfaces

between different sub-plates can be expressed as

A
fi) =", dy =dq;’,
(43)
(B _ g0 (B _ g©)

Substituting Eq. into Eq. , we derive the relation between the nodal force

vector and nodal displacement vector at the left and right ends of each unit cell, which

we write in matrix form as

f(A)

I Kir Kir q(LA)
= , (44)
f]({C) Krr Krgr quc)

where K is the 4 x 4 dynamic stiffness matrix of the deformed unit cell, with its four
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partitioned 2 x 2 sub-matrices K;;(i, j = L, R) being given by

~1
Kip=Jrr — JLR<JRR + G(LCL)> JrL,

—1
Kirp=—-Jir (JRR + G(LCL)) G(LCP?:

B (45)
Kgr = —G%CL) (JRR + G(LCL)) JRrL,
Kin = Gl (Tee + GIY) G + G

where
I = Gl -G (i + 6) e,
Tin=-GH(G+ G G, »

In = -G (G + GlY) Gl
Tue = Gify — G (Gl + 61) Gl
Next, we employ the Bloch-Floquet theorem to derive the dispersion relation of
the periodic soft PC plate. Based on the structural periodicity and the incremental
continuity conditions at the interface between the neighboring unit cells, the relations

of physical quantities at the two ends of each unit cell satisfy

) _ ik (A c ihe(A
aiy’ =c*af?, £y = -, (47)

where k = kl is the dimensionless Bloch wave number, ranging from —7 to 7 in the

first Brillouin zone, with k being the Bloch wave number. Eq. combined with
Eq. leads to

eQi;;q(LA) + eil_cKzll% (KLL + KRR) q(LA) + KE}lzKRLq(LA) = 09x9. (48)

Through some mathematical manipulations, Eq. can be rewritten as

022 Iovo q;” 7 q”
1 1 ik (A) —° ik (A) = Ouxa, (49)
K pKre —Kip (Kop + Kgr) | | efqp el*q

where I is a second-order identity matrix.
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Therefore, by solving the generalized eigenvalue equation , the dispersion rela-
tion of the infinite soft PC plate can be obtained. In the case where a frequency w is
prescribed, four complex roots of e* follow from Eq. . Say the complex root e'* is
written as p 4 ig and the dimensionless Bloch wave number k as ¢ + id, where ¢, d, p

and ¢ are all real numbers. Then, we can express ¢ and d in terms of p and ¢ as

et al., 2012; Zhou et al., 2019)

arctan (q/p), if p>0
c=14 wm+arctan(¢/p), if p<0&qg>0 (50)

—7 4 arctan (¢/p), if p<0&qg<0

and

MY ) -

As a result, the dispersion relation between the frequency and the Bloch wave number

for incremental bending waves can be solved from Egs. —.

4.3. Transmission coefficient of a finite soft dielectric PC plate

Figure 2: Schematic of a finite soft dielectric PC plate composed of two types of different unit cells
under the combination of axial force and electric voltage. The electric voltages applied on the two
PC components could be different.

In this subsection, we analyze the transmission behavior of incremental bending
waves propagating in a finite soft dielectric PC plate composed of N unit cells that can

be either identical or different (see Fig. . In light of Eq. , the relation between
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nodal displacement and force vectors in the n-th unit cell can be rewritten as

A A

fqu) K. K.ir qu)
= . (52)

c c

féR) K.rr Kirr quR)

Using the incremental interfacial continuity conditions between adjacent unit cells,
the global stiffness matrix for a finite PC plate with N unit cells can be obtained by

assembling the element dynamic stiffness matrix from unit cell 1 to N, which yields

fiot = Quot Aot (53>

where o, fior and Qq, are the global displacement vector, global force vector and
global stiffness matrix, respectively. The boundary conditions at the two ends of the
finite PC plate are also required for calculating the transmission spectrum. If the
incident wave is excited at the left end and the output signal is received at the right

end of the finite PC plate, we can express the global displacement and force vectors as

( 3 ( \
q(O) £(0)
(1) 0
q
Qiot = ) , for = ] )
(54)
(N)
\ q J \ 0 J
.
0 Uar U20
£00) — ’ q(O) — 7 q(N) — ’
\ Fr 1 ©o

where q = qu%) = qgf)ﬂ) , and £V = fﬁd? + f((ﬁl) ; are the nodal displacement and

external force vectors between adjacent unit cells, F7 is the shear force excited at the
input end, and wug; (¢r) and uso (o) are the displacement (rotation angle) signals at
the input and output ends, respectively, which are caused by the input shear force. In
particular, we have q(© = qu‘), £0) = fl(zl), qV) = qg\% and f(N) = f](\,c;%. The elements
£(") of the global force vector f,,; in Eq. are all equal to zero, except for f(©) at the

incident end because of the traction-free surfaces and input excitation of shear force.
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After assembly, the global stiffness matrix is written as

Qtot -
174 A 4 A 0 0 s 0 0
1 1 2 2
Ky KLr+KP KPS o 0
2 2 3
K2 K )
0 0 : : 0 0
N—-2 N—-1 N—-1
KE’%R )+ K(LL ) K(LR ) 0
. (N—1) (N=1) | 2-(N)  3(N)
0 e : 0 Krr Krr "+Kp Kip
0 0 0 0 0 K K

(55)

Because the global force vector f;,; is known when F7 is fixed, the displacements
uor and usp at input and output ends can be solved according to Eq. . The

transmission coefficient can then be defined and calculated as

tny = 201log (|u20|) : (56)

|uar|
5. Numerical results and discussion

In this section, we present numerical results to analyze the tunable effects of the
applied axial force and electric voltage on the dispersion relation and topological prop-
erties of incremental bending waves for the soft PC plate described by the Gent ideal
dielectric model.

In the following numerical simulations, we set the geometric parameters of the
undeformed unit cell as: L) = L(146)/2 and H@ = 1 cm for the length and
thickness for sub-plate A; for sub-plate B, the length is L®) = L (1 —§)/2 with
the thickness being H®) = 3 cm, where L = 15 cm is the total length of unit cell
and 0 is a structural parameter ranging from —1 to 1. For the commercial product
Fluorosilicone 730 (Pelrine et al., [2000), the initial density, shear modulus and relative

permittivity of soft dielectric PC plate are p = 1400 kg/ m?, u = 167.67 kPa and
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e, = 7.11, respectively. We define the dimensionless axial force and voltage as Fy =
Fyn/(pwH®)) and 7P~y Ve i/ HP) | respectively. The ordinary frequency f,
which is measured in Hz, is related to the circular frequency by f = w/(27). Moreover,
the width w can be eliminated in the process of parameter nondimensionalization and

thus its specific value is not needed here.

5.1. Nonlinear static response of soft dielectric PC' plate

When subjected to the axial force and voltage, the finite static deformation of the
incompressible dielectric PC plate is considered first.

In the absence of the axial force Fy = 0, Fig. (a) presents the stretch ratios
XA and A®) as functions of the dimensionless voltage V for the ideal dielectric Gent
(Jm = 10) and neo-Hookean (J,,, — oo) models. For the dielectric neo-Hookean PC

plate when Fy =0, Eq. can be simplified as

V(p) _ [1 _ ()\@))74] ﬁ(p)’ (57)

(p)

where H" = H® /H®B) Note from Eq. that the adjusting range of the applied

voltage V(p) is confined and smaller than the limit value H "

, which is in agreement
with the result shown in Fig. (a). As the applied voltage increases to ﬁ(p), the
axial stretch ratio increases rapidly, and the electromechanical instability or pull-in
instability may emerge for the soft dielectric PC plate described by the neo-Hookean
model. Clearly, the axial deformation of the thinner plate (component A) is larger
than that of the thicker plate (component B) when subjected to the same electric
load. For the Gent PC plate, the stretch ratio keeps increasing with the voltage and
then reaches a plateau at the lock-up stretch. Note that when the applied axial force
increases (such as when Fy = 0.5 and 1 in Figs. (b) and (c)), a larger initial stretch
at V' = 0 can be obtained, and the deformation of the Gent phase is smaller than that
of the neo-Hookean phase at the same level of electric voltage. For the neo-Hookean

plate, the difference in the stretch ratios of sub-plates A and B becomes much larger

than that for the Gent case when increasing the axial force. Due to the limited range
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for adjusting the electric voltage in the neo-Hookean PC, we focus on the soft dielectric

PC plate described by the Gent model (J,, = 10) in the following section.

55(@) 033 1 35 (b)i : 35 (?)

|
|
|
1
1

3.0
2.5¢

;
2.0r §

1.5}¢

1.0
0.0

Figure 3: Nonlinear response of stretch ratios A(*) and ALB) to the normalized voltage V in the soft
dielectric PC plate subjected to various axial forces: (a) Fy =0; (b) Fny = 0.5; (¢) Fy =1 for the
Gent model (J,,, = 10) and neo-Hookean model.

5.2. Tunable effect of the electric voltage on bending waves

Based on the nonlinear deformation generated by the external loads, we now dis-
cuss the band structure and tunable topological interface states of the superimposed
bending waves in the dielectric PC plate.

For the bending waves, the band structures of the dielectric Gent PC plate in the
absence of axial force (Fy = 0) are shown in Fig. |4 for different initial structural
parameters 6 and electric voltages V. Figs. (a)—(c) illustrate the band inversion
process for V(A) = V(B) = 0, and the corresponding results for V(A) = 0.2 and
V5 = 0.4 are displayed in Figs. (d)—(f). Here, the soft dielectric PC plates with
different 6 stand for distinct unit-cell configurations with identical initial unit-cell
length.

We observe from Figs. [ffa)-(c) that with the decrease of ¢ from —0.3 to —0.659,

the second BG for V(A) = V(B)

= 0 closes at the center of the Brillouin zone, where a
linear crossover, termed as the Dirac cone, occurs and marks a topological transition
point. We can see that the occurrence of BG degeneracy at 6 = —0.659 corresponds
to a case where sub-plates A and B are not equally divided in the unit cell, a notable
difference from the corresponding result for longitudinal waves (Chen et al., [2021]).

The second BG may reopen when decreasing § further from —0.659 to —0.8. Hence,

varying the geometrical parameter  can result in the evolution process that the second
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Figure 4: Band structures of bending waves in the dielectric Gent (J,,, = 10) PC plate without axial

force (Fy = 0) for different electric voltages and initial geometrical parameter d: (a)-(c) Topological

—(A J—
transition process in the absence of electric voltage (V( - V(B)

= 0) for three different values of
0 = —0.3, —0.659 and —0.8, respectively; (d)-(f) Topological transition process for V(A) = 0.2 and

V(B) = 0.4 with three different values of § = —0.3, —0.685 and —0.8. The Zak phases of the first
three bands are marked by magenta font. The stripes in green and yellow indicate the second BG
signs with v < 0 and v > 0, respectively.

BG opens, closes and reopens. This band inversion process is related to the exchange
of topological phase, and will be explained later in details. In Figs. [[(d)-(f), a similar

)

topological transition process for V(A) = 0.2 and V(B = 0.4 can be also observed.

Compared with the results corresponding to V(A) = V(B)

= 0, the topological tran-
sition point is located at a different 6 = —0.685 with its frequency lowered, which is
due to the increasing deformation induced by the electric load.

To describe the topological properties, we invoke the Zak phase, a concept which

originates from electronic systems science and is a special type of Berry phase for the

1D case (Xiao et al., 2015} Yin et al. |2018). By summing the Zak phases of all bulk

bands below one BG, we arrive at the topological property of this BG. It is known

that the value of Zak phase also depends on the choice of a unit cell: if the unit cell
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is arbitrary without mirror symmetry, then the Zak phase can take any value (Feng
et all [2019); if mirror symmetry of the unit cell (see Fig. [I{a) and (b)) is ensured,
then the Zak phase can only be calculated as 0 or w. For the soft dielectric PC plate
subjected to external loads, this conclusion is still valid. Here, we denote the two PC
configurations with 6 = —0.3 and —0.8 as the S1 and S2 configurations for simplicity.

To obtain the Zak phase of a bulk band of the 1D PC system, we examine the
symmetry properties (Kohn, |1959; Xiao et al., [2014; |Chen et al., |2021)) of edge states
at the center and border of the Brillouin zone. The absolute values of deflection us
of six band-edge states Ay, By, Ci, Ay, By, Cy, which correspond to the cross marks
shown in Figs. [ffd) and (f), are calculated. For the deformed Gent unit cell subjected
to VM = 0.2 and VP = 0.4, the spatial distributions of |us| as a function of the
normalized coordinate z3 = x1/l are displayed in Fig. [5|for different band-edge states.
If the band-edge states at two symmetry points (center and border) of the Brillouin
zone for the same bulk band have different symmetries, then the Zak phase of this
band is w. Otherwise, the Zak phase is 0.

Based on the symmetric property, the unit-cell displacement field can be divided
into even and odd eigenmodes. For the even eigenmode (see Fig. [f|(a)), the displace-
ment amplitude at the center of unit cell is nonzero; for the odd eigenmode (see
Fig. f|(b)), the amplitude of uy at the unit-cell center is zero. As we can see, edge
states A; and B possess opposite symmetric properties with respect to the unit cell
in Configuration S1, and the related Zak phase of the second band is 7. When the
geometrical parameter is changed, band-edge states As and By in the S2 Configura-
tion have the same symmetry (even modes), and consequently the Zak phase is 0.
Therefore, the Zak phase of the second band is altered after the band crossing, which
indicates the topological phase transition.

The Zak phase of isolated passbands is marked in magenta in Fig. [l According
to Figs. [[(d) and (f), we can see that for Configurations S1 and S2, the Zak phase of
the first band is 0; that S1 and S2 have an overlap part in the second BG frequency

range; and that when the soft dielectric PC plate turns from S1 to S2, the Zak phase
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of the second passband transitions from 7 to 0.
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Figure 5: The absolute value of deflection us of six band-edge states as a function of the normalized
axial position ] = 21/l in the deformed Gent unit cell (J,, = 10) for v Z 0.2 and VP = 0.4.
Band-edge states A1, Bi, C1, Aa, By, Co correspond to the cross symbols in Figs. (d) and (f), and
are illustrated in Figs. [5[a)-(f), respectively.

In passing, we recall that the Zak phase of the jth band can also be calculated by

the following expression (Xiao et al. 2015; [Yin et al., [2018)),

w/l 1
HJZak = /_ﬂ—/l 1 / %dxlf;ik (551) akgj,k: (331) dka (58)

unit cell

where 1/2pc? is the weight function of this system with p and ¢ being mass density and
bending wave velocity in the current deformed configuration, respectively; & (z1) =
Us;j, (1) €% is the normalized cell-periodic Bloch displacement eigenfunction for
the jth isolated band and Bloch wave number k. After obtaining the Zak phase, the
topological property of any BG can be determined by the BG sign v, which is expressed
as (Xiao et al., [2014]))

—~
.
~
—

(=1)(=1)"exp (iZHgak) , (59)
B=1

where r is an integer indicating the number of band crossing points beneath the jth
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BG. Based on Eq. , the second BG signs with v < 0 and v > 0 are marked in Fig.
by the green and yellow stripes, respectively, to demonstrate different BG topological
properties.

Moreover, the transition of the BG topological property can also be verified by the
eigenmode exchange of the BG edge states (see Figs. [5(b), (c), (e) and (f)). To be
specific, edge states B; and Cj in Figs. [f[b) and (f) indicate the same antisymmetric
distribution of displacement fields with respect to the center of unit cell, while the
same symmetric edge states B and C; are shown in Figs. [f|(c) and (e). Therefore, the
second BG of Configuration S1 is topologically different from that of Configuration S2.
It is well known that a topological state exists at the interface of a mixed PC waveg-
uide made of two PC elements possessing overlapped BGs with different topological
properties. Hence, the topological interface state is feasible in a finite soft dielectric

PC waveguide consisting of S1 and S2 unit cells, as we display next.

50 —

Frequency (Hz)

Figure 6: Topological phase diagram of an ideal dieletric Gent PC plate (.J,,, = 10) in the absence of
axial force. Three groups of solid, dashed and densely dashed curves stand for the frequency limits

of the second BG as a function of the structural parameter § under the electric voltages V(A) =0.2,
V(B) = 0; V(A) = 0.2, V(B) = 0.4; and V(A) = 0.2, V(B) = 0.8. The frequencies of topological
transition points for these three groups of curves are 39.5, 36.8 and 27.4 Hz, respectively. The dash-
dotted line is the topological phase curve when the electric voltage V(A) is fixed and V(B) varies
from 0 to 1, where the topological transition points are located. The yellow and green filled regions
are delimited by the topological phase line, and indicate the second BGs with v > 0 and v < 0,
respectively.

29



Now we discuss the effect of the electric voltage on the band structure, especially
the frequency limits of the second BG. Fig.[0]shows a topological phase diagram, which
illustrates the topological transition process (i.e. the variation of frequency limits of
the second BG as a function of ¢) for the ideal dielectric Gent PC plate (J,, = 10)
at different electric voltages with Fy = 0. We see from Fig. [3| that the thinner PC
sub-plate A is more sensitive than the thicker sub-plate B to the electric voltage. For
a broad tunable range of electric voltage applied to sub-plate B, the electric voltage
value applied to sub-plate A is set to be a fixed value as V(A) = 0.2 such that the
overlap in the second BG for different configurations can be reserved. Meanwhile,
with the increase of the electric voltage applied to sub-plate B from 0 to 0.8, Fig. [0]
shows that the position of the topological transition point is shifted down, and that
the value of § where the BG closes becomes larger. For example, for V(B) =0,04
and 0.8, the corresponding topological transition points are located at § = —0.701,
—0.685, and —0.604, with their frequencies being 39.5, 36.8 and 27.4 Hz, respectively.
The dash-dotted line in Fig. [] is the topological phase curve, which is connected by
the topological transition points for different electric voltages V(B) varying from 0 to 1
with a fixed V(A) = 0.2. The topological phase diagram is delimited by this topological
phase curve, and the divided two regions with different topological properties can be
obtained. Moreover, referring to the topological phase diagram, we can design finite
PC waveguide composed of elements with distinct toplogical properties, and acquire
the topological interface states with tunable working frequency.

Now, Eq. is employed to calculate the transmission behaviors (propagation
from the left end to the right end) of a mixed finite PC plate waveguide in order to
examine the existence and tunability of the topological interface state by the electric
voltage. Accordingly, a mixed finite PC plate waveguide is designed here, which con-
sists of five S1 unit cells (§ = —0.3) connecting five S2 unit cells (§ = —0.8). Fig.
displays the theoretical results for the mixed PC plate waveguide subjected to differ-
ent electric voltages. Note that although 0 has different values, the electric voltages

applied to S1 and S2 unit cells are the same. The frequency limits of the overlapped
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Figure 7: Transmission spectra of a mixed finite Gent (J, = 10) dielectric PC plate waveguide
composed of five S1 unit cells (§ = —0.3) and five S2 unit cells (§ = —0.8) for different electric

voltages: (a) v = 0, v® - 0; (b) v - 0.2, A 0; (c) v = 0.2, A 0.4; (d)
7 (4)
v

= 0.2, V(B) = 0.8. The electric voltages applied to S1 and S2 unit cells are the same. The

frequency limits of the overlapped second BG and the frequencies of topological interface states are
indicated in the figure.

second BG for the two PC elements with different topological properties, and the
frequencies of topological interface states (marked by the purple dash-dotted line) of
the mixed finite PC plate are labelled at the bottom and top of the corresponding
sub-figures, respectively. We can observe that the transmission peaks occur in the
overlapped BG range (marked in blue) in Figs. [fj(a)-(d). Compared with the result for
the natural undeformed configuration (see Fig. [[(a)), the overlapped frequency range
in the second BG is kept and the topological interface state can be tuned to a lower
frequency with the application of electric voltage. For instance, the overlapped BG
varies from (38.8 Hz, 45.6 Hz) for V' = 0 and V') = 0 to (25.5 Hz, 31.1 Hz) for
V(A) — 0.2 and V” = 0.8 with the frequency of topological interface state tuned from
39.9 Hz to 27 Hz.
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Figure 8 The amplitude of displacement |us| of the mixed finite Gent PC plate waveguide as a
function of the dimensionless axial coordinate x7 = x1/l (I is the length of the deformed unit cell

for S1 configuration) at peak frequencies 39.9 Hz (V(A) =0, v = 0) (a) and 27 Hz (V(A) =0.2,

v = 0.8) (b) in absence of the axial force (Fy = 0).
Furthermore, we plot in Fig. |8 the displacement distribution of the mixed finite
Gent PC plate waveguide at the frequencies of transmission peaks for the unloaded

and loaded cases (V(A)

= 0.2, v = 0.8). Figs. (a) and (b) display the amplitude of
displacement |us| at the transmission peak frequencies 39.9 Hz (V(A) =0, v = 0)
and 27 Hz (V(A) = 0.2, v = 0.8) as a function of the normalized axial coordinate
x; = x1/l, where [ is the length of the deformed unit cell for S1 Configuration. For
the peak frequencies of topological interface states, the displacement amplitudes at
the interfaces delimiting different unit cells of the mixed PC plate waveguide are
illustrated in Fig. ]| We observe that the displacement mode concentrates at the
interface between two PC plate elements and decays rapidly to the two ends, which
is an obvious sign of topological interface state. Specifically, the amplification of the

displacement amplitude at the interface is over 10 times larger than the input signal.

Different from other transmission peaks ascribed to the resonance of finite structure

(Chen et al., 2019b), the peaks corresponding to the topological interface state are

not affected by the excitation location and boundary conditions (Yin et al. 2018;

(Chen et al. 2021)). This is a result of the robust mechanism based on the conflict of

topological property.
The results shown above are limited to applying the same electric loads on two

different PC elements of the mixed finite PC waveguide. As we can see from Fig. [7]
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Figure 9: (a) Transmission spectrum of a mixed finite Gent (J,, = 10) dielectric PC plate waveguide
composed of five S1 unit cells and five S2 unit cells when Fy = 0. The electric voltages applied

(A) (B) _ 0 for Configuration SI; V(A) = 0.2,

to the two PC elements are different: V' =02,V
v Z 08 for Configuration S2. (b) The amplitude of displacement |us| of the mixed finite Gent

PC plate waveguide as a function of the dimensionless axial coordinate x§ = x1/1 (I is the length of
the deformed unit cell for S1) at the peak frequency 28.9 Hz.

the overlapped BG may become narrower when the electric voltage varies, which is not
beneficial for the existence and tunability of the topological interface state. We can see
from Fig. @that the second BG for different PC elements (at two sides of the topological
phase curve) may have a broader overlapped part with opposite topological properties
when applying different electric loads on the two PC elements of the mixed finite PC
waveguide. Fig. El(a) shows the transmission spectrum of the mixed finite PC plate
waveguide with V(A) = 0.2, V(B) = 0 applied to S1 and V(A) = 0.2, V(B) = 0.8 applied
to S2, respectively. Compared with the case of applying the same electric voltages
on two different PC elements, the overlapped BG obtained in Fig. [J] is much wider.
The topological interface state denoted by the transmission peak in the overlapped
BG is still observed and its displacement distribution at the peak frequency 28.9 Hz is
plotted in Fig. [9(b). We can see that the displacement at the interface is over 8 times
larger than the input signal and attenuates rapidly to the ends of the mixed PC plate
waveguide.

Hence, with flexible application of voltage and proper geometrical design of mixed
PC waveguides, we can tune the frequency of topological interface state in a wide

range.
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5.3. Tunable effect of the azial force on bending waves

In addition to changing the electric voltage, the axial force can also be applied
to steer the topological interface state in the soft dielectric PC plate waveguide. For
different axial forces Fy = 0, 0.05, 0.1 and 0.2, we highlight in Figs. (a) and (b)
the variation of the frequency limits of the second BG with the structural parameter
g for the dielectric Gent PC plate (.J,,, = 10) with V(A) =0, v — 0 and V(A) =0.2,
V(B) = 0.4, respectively.

For V¥ = 0 and V7 = 0, four groups of band inversion curves in Fig. (a)
reveal that the axial force affects the topological transition in a different way from
the electric voltage. Hence, an increase in axial force may result in an increase in
frequency and a decrease of structural parameter § corresponding to the topological
transition point, which is in contrast to the case by increasing the voltage (see Fig. @
The underlying mechanism can be explained as follows. For the dielectric PC plate
subjected to the electric load only, the resultant deformation in Fig. [6] has not reached
the strain-stiffening stage. In this case, the change in effective modulus Af cannot
cancel the influence of the increase of geometric size on the frequency. Consequently,
the increase of electric voltage yields the decrease in the frequency of topological
interface state.

For the PC plate subjected to a varying axial force with fixed electric voltage, the
axial force not only increases the effective modulus A, but also contributes to the
bending moment of the plate (see Eq. ), and their influence on the BG of PC plate
is a more dominant factor than the change in geometry. Hence, with the increase of
axial force, the working frequency of bending waves is moved upwards. For example,
for the undeformed PC plate (Fy = 0), the frequency of topological transition point
is f = 40.7Hz, with § = —0.66, wheras for Fy = 0.1, the values are f = 45.6 Hz and
0 = —0.7. When the PC plate is subjected to the voltages V(A) = 0.2 and V(B) =04,
similar observations can be made from Fig. (b) through adjusting the axial force.

Next, we present the transmission behaviors of the mixed finite PC plate waveguide

for a prescribed electric load and different values of the axial force. In the case V(A) =
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Figure 10: Frequency limits of the second BG as a function of the structural parameter § in the soft

dielectric Gent PC plate (J,,, = 10) under the action of different axial forces Fx = 0, 0.05, 0.1 and
0.2, with () V" =0, 7 =0 and (0) V¥ = 0.2, V¥ = 0.4.
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Figure 11: Transmission spectra of a mixed finite Gent (J,,, = 10) PC plate waveguide composed of
five S1 unit cells (§ = —0.3) and five S2 unit cells (6 = —0.8) for v —7®) Z 0 and different axial

forces: (a) Fy = 0.05; (b) Fxy =0.1; (¢) Fy = 0.2.

v 0, Fig. displays the transmission spectra of the mixed finite waveguide
(composed of five S1-type unit cells and five S2-type unit cells) subjected to different
axial forces Fy = 0.05, 0.1 and 0.2 (see Fig. El(a) for Fy = 0). We see that the
transmission peak standing for the topological interface state exists in the second
overlapped BG for different values of axial force. Besides, with the increase in the
axial force, the position of the peak frequency is moved upwards, although the width
of the overlapped BG narrows. For example, for Fy = 0.05, the common frequency
range of the second BG is (41.4 Hz, 49.1 Hz) with the peak frequency being 42.6 Hz,
while for Fy = 0.2, the corresponding overlapped BG and peak frequencies become
(48.6 Hz, 51 Hz) and 49.1 Hz, respectively.

It is also worth noting from Fig. [10(b) that for Fy = 0.2, the topological transition
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Figure 12: Transmission spectra of a mixed finite Gent (J,, = 10) PC plate waveguide composed

of five S1 unit cells (6 = —0.3) and five S3 unit cells (6 = —0.78) for v = 0.2, v = 0.4 and

different axial forces: (a) Fy = 0.05; (b) Fy = 0.1; (¢) Fy =0.2.
point is located at 6 = —0.79 and f = 46.3 Hz, which is in the vicinity of § = —0.8.
With an appropriate structural design, the existence of a topological interface state
can be controlled by adjusting the axial force. Here, we name the configuration with
0 = —0.78 as Configuration S3. Similar to Fig. Fig.[12]illustrates the corresponding
transmission curves for the mixed finite PC plate composed of five S1 unit cells and
five S3 unit cells for the fixed voltage V(A) = 0.2, V(B) = 0.4 and different axial forces
0.05, 0.1 and 0.2. Analogous observations for the tunability of the overlapped BG
frequency and peak frequency under the axial force to those in Fig. [L1] can be made.
Recall that the existence of topological interface state requires an overlapped BG
with different topological properties. When the axial force increases from 0 to 0.2, the
topological properties of Configurations S1 and S3 change from being different to being
the same (see Fig. [L0[b)). Under this circumstance, there is no topological interface
state in the second BG in Fig. (C) for Fy = 0.2. Note that other transmission peaks
can be observed in Fig. (c), but they are resonance peaks relying on excitation and

boundary conditions.

6. Conclusions

In this work, we investigated incremental bending wave motions superimposed on
finite static deformations in 1D incompressible dielectric PC plates under the combined
action of axial force and electric voltage. Specifically, we discussed the topological

interface state and its tunability via the mechanical and electric loads in the finite
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PC plate waveguide consisting of two types of PC elements with overlapped BG and
different topological properties.

First, we employed the theoretical framework of nonlinear electroelasticity to de-
termine the nonlinear deformation of the dielectric PC plate with step-wise cross-
sections. Furthermore, we employed a counterpart of the pre-stressed Euler-Bernoulli
beam model to describe the incremental bending wave motions in the soft dielectric
PC plate. We used the Spectral Element Method to derive the dispersion relation of
the infinite PC plate and transmission coefficient of the finite PC plate waveguide.
Finally, we presented numerical results in detail to demonstrate the effects of axial
force and electric voltage on the position (i.e. structural parameter) of the topological
transition point and on the frequency of the topological interface state. Several useful

conclusions based on the numerical results are listed as follows:

1) The topological transition process can be observed when the initial structural
g
parameter varies, and we can apply external mechanical and electric loads to tune

the position of the transition point.

(2) For the finite PC plate waveguide under a prescribed axial force, the frequency of

the topological interface state decreases with an increase in electric voltage.

(3) For the finite PC plate waveguide under a fixed electric voltage, increasing the
axial force raises the frequency of the topological interface state. When the axial
force reaches a large value, the topological interface state may disappear because
the requirement of two PC elements with overlapped and topologically different

BGs is not satisfied any more.

(4) Based on the topological phase diagram, the topological interface state can be
adjusted in a wide range by applying different electric voltages separately on two

PC elements in a well-designed PC waveguide system.

The numerical results indicate that the axial force and electric voltage are effective

methods to actively control the topological interface state in the 1D soft dielectric PC
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plate waveguide operating at a low working frequency. Our study lays down a solid
theoretical foundation for the design of soft dielectric topological PC devices in order
to cater to real-world applications such as low-pass filters, high-sensitivity biomedical

detectors, and tunable energy harvesters.
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